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5.0 IDENTIFICATION

Each PermaBase™ Cement Board panel shall have printéd on
ane gide the prodiuct name, The manufacturers’s name, ang the
National Evaluation Service report number,

6.0 EVIDENGE SUEBMITTED

€.1 Marnufacturer's descriptive literature and published
instaliation instructions dated QOctober 10, 1997,

6.2 Letter report on UNIPAN Cementitious Tile
Backerboard in accordance with ULC  Standard
CANMILC.-5102 (ASTM E 84), prepared by
Underwriter's Laboratories of Canada, CR2234, 8334,
dated May 11, 1232, signed by Paul Wagner, P.E. and
John Reberts, P.E.

6.3 Test report on 1 hour wall assambly in accordance
with ASTM E 1189, prepared by Intertek Testing
Sarvices MA inc., Report J99-04001, dated February
1999, signed by Kevin M. Sylka and Harold J. Risler,
signed and zealsd by Rick Curkest, P.E.

5.4 Test report an 2 hour wall assembly in accordance
with ASTM E 119, prepared by intertek Testing
Services NA Inc., Report J98-32931, dated February
1999, signed by Kevin M. Sylka and Harald 4. Risier,
signed and sealed by Rick Curkest, P.E.

5.5 Test report en Compression/indentation Tests in
aceordance with ASTM D 2394 and ANSI A118.9,
prepared by intertek Testing Services NA Inc., report
JA3-18683.1, dated August 1998, signed by Kevin
M. Sylka and Harold ), Risler.

5.6 Test report on Gold Bond PermaBase Cement Board in
accordance with ASTM E B4, prepared by Intertek
Test Services NA Inc., Report No. J8B01T8683.3,
dated August 26, 1939, signed by Kevin M. Syika and
Harold J. Risler.

5.7 Test report on Standard Room Fire Test in accordance
with UL 1715, prepared by Intertek Tasting Services,
Report No. 491-801 2, dated May 2000, revised June
15, 2000, signed by Paul Saunier and Michael Van
Geyn.

7.0 CONDITIONS OF USE

The National Evaluation 3Service Committée finds that
PermaBase™ Cement Board as described in this report complies
with or is an acceptable alternate to the methods and products
gpegified in the niemational Bullding Code/2000, the BOCA
Nationsf Building Code/1999, the 1999 Standarg Buiiding Code,
the 1887 Uniform Building Code, the International Residéerntial
Codes2000 and the 1998 International One and Two Family
Dwelling Code subject to the following conditions:

7.1 This report is subject to resexamination on a periodic
bagis. Far information on the cufrent status of this
report, contact the NES,

7.2 PermaBase™ Cement Board shall be limited to
applications where combustible conatruction is
parmitted.

7.3 PermaBase Cement Board shall be limited to imterior
applications,

7.4 {ise of PermaBaze Cement Baard without a thermal
barrier is ﬂ&fmiﬂﬁd.



